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• In the electrolytic production of Al, what mass of Al can be deposited in 2.00 hours 
by a current of 1.8 A? 
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 Answer:  

• What products would you expect at the anode and the cathode on electrolysis of a  
1 M aqueous solution of NiI2?  Explain your answers. 
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